106.4 - Environmental Matrices with Carbon Values

These materials are intended for use in evaluating analytical methods used to measure carbon; SRM 1216 is intended for the calibration of instruments, used to measure total carbon.Also see:

Table 1071 Primary Gas Mixinres

Technical Contact for SRM 1216

lounas elleri iy ooy
Technical Contact for RM 8704, SRMs 1649a, 1944: michele schantz@nist gov.
Technical Contact for RMs 8785, 8786 : gearge klonda@unist gav,
Technical Contact for SRMs 16?20 2718, 2719, 2775, 2776: silliam kelly@nist gov.

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers select the best SRM for their needs. For specific values and uncertainties, the certificate is the only official source.

SRM
1216

1632c
1944

2718
2719
2775
2776
8704
8785
8786

Description

Carbon Modified Silica

Trace Elements in Coal (Bituminous)

New York/New Jersey Waterway
Sediment

Green Petroleum Coke

Calcined Petroleum Coke

Foundry Coke

Furnace Coke

Buffalo River Sediment

Air Particulate Matter on Filter Media
Filter Blank for RM 8785

* Certified Values
** Reference Values

Unit of Issue

3x1g

509
509

50g
509
50¢g
509
50¢g
3 filters
filter

Carbon (mass
fraction, in %)

0.70* bottle |
9.06* bottle Il
17.04* bottle IlI

77.45%
4.41(TOC)**

88.99**
97.06**
91.34**
89.15**
3.351**
22.9**
3.3 pg/cmz”
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